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Degradation mechanism and protection of membrane electrode
assembly of DMFC

34 %El ¢ 972001INERO48
Y LR ER IR
PRLIEL

P SE AR T REF A A4
o 7 35 1 03-4227151 ext 65912
E-mail address : ppjchu@gmail.com

FF4 p H - 97.12.16



AERSD TP DR FERT PR EET BT
(DMFC) % it ¢hd 5] > i@ 50t 0 3 ks 823kt ~ W4 #7348
T2 PR T L G R iedt DMFC i e 42 T 1%
o %% DMFC el i # S 00" M7 825 fofk 3 M T i g ph
TR T B RN DMFC 7 iten= 22 25> &2 pw DMFC
PEAERETME B FHA A RFPECEAAPE o RIEA
B ezl d s g g R ek 2 T~ R i (in-situ) B
R E SRR ;‘gu #3 1.SO57n 4 2Run 4 T A AR 3.
fRile =+ B &0 fidg ] 3HBE 4AFFBEpdrgsE

TRRRETS Y2 R

MaEF | ERT BT A 70 R T



